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STYROKING GEOFOAM  EPS Styroking - Geofoam & Civil Engineering Applications
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Density
(min., Kg/m³)

Compressive 
Resistance 

(at yeild or 1% deformation, whichever occurs first, min. kPa)

(at yeild or 5% deformation, whichever occurs first, min. kPa)

(at yeild or 10% deformation, whichever occurs first, min. kPa)

Flexural 
Strength (min. kPa)

Oxygen Index
(min. Volume %)

Flame Spread 
Index (max. as per surface burning characteristics UL723 for 15-18 and 18-22 density)

Smoked 
Develop Index (max. as per surface burning characteristics UL723 for 15-18 and 18-22 density)

EPS Products:   Long LifeFire   І Retardant    I   Water Repallent   I    Easy installation    I    Chemical Resistant    I    Free of CFC & HFCS    I   Strong & Enduring     I   Save up to 40% on Electricity


